Table 4-20a

Area 02 Surface Water
Screening Criteria Exceeded
Raritan Bay Slag Site
Old Bridge/Sayreville, New Jersey

Sample ID A2-20-WO A2-20-WO-DIS A2-226-WO A2-226-WO-DIS A2-22-WO A2-22-WO-DIS A2-23-WO
Location ID A2-20 A2-20 A2-26 A2-26 A2-22 A2-22 A2-23
Location Name Area-02 Area-02 Area-02 Area-02 Area-02 Area-02 Area-02
Sample Date 4/6/2011 4/6/2011 4/6/2011 4/6/2011 4/6/2011 4/6/2011 4/6/2011
Start Depth 2 2 3.5 3.5 0.5 0.5
End Depth 2 2 3.5 35 0.5 0.5
Depth Unit ft ft ft ft ft ft
Analytical Method CAS No. Chemical Unit] Screening Criteria Value Q Value Q Value Q Value Q Value Q Value Q Value Q
4-RBS-RI-METALS 7429-90-5 Aluminum ug/l NL 200| UJ 200| U 200| WJ 200 U 200| UJ 200| U 200| WJ
4-RBS-RI-METALS 7440-36-0 Antimony ug/l 640
4-RBS-RI-METALS 7440-38-2 Arsenic ug/l 0.061 . . J J
4-RBS-RI-METALS 7440-39-3 Barium ug/l 1000 26.5]1 J 2461 J 266 J 26.7] J 2511 J 234 J 2591 J
4-RBS-RI-METALS 7440-41-7 Beryllium ug/l 0.66
4-RBS-RI-METALS 7440-70-2 Calcium ug/l 116000 - ¢ . . . . - .
4-RBS-RI-METALS 7440-47-3 Chromium ug/l 57.5 39| J
4-RBS-RI-METALS 7440-48-4 Cobalt ug/l 23 2 J
4-RBS-RI-METALS 7440-50-8 Copper ug/l 3.1
4-RBS-RI-METALS 7439-89-6 fron ug/l 300 160 100] U 117 100] U 173 100 U 105
4-RBS-RI-METALS 7439-92-1 Lead ug/l 5 38| J 24| J
4-RBS-RI-METALS 7439-95-4 Magnesium ug/l 82000 = . . ( . - - .
4-RBS-RI-METALS 7439-96-5 Manganese ug/l 100 42.7 455 40.3 46.9 41 4586 37.6
4-RBS-RI-METALS 7439-97-6 Mercury ug/l 0.051 0.04] J . a0l J
4-RBS-RI-METALS 7440-02-0 Nickel ug/l 22 141 J 31 J 211 J 14] J 16] J 131 J 121 J
4-RBS-RI-METALS 7440-09-7 Potassium ug/l 53000 }/ - }/ . }/ "' . . )
4-RBS-RI-METALS 7782-49-2 Selenium ug/l 71 35| J
4-RBS-RI-METALS 7440-23-5 Sodium ug/l 680000 . 0| J . . ¢ J . / . ¢ J . . J
4-RBS-RI-METALS 7440-31-5 Tin ug/l NL
4-RBS-RI-METALS 7440-62-2 Vanadium ug/l 20 50 50 501 R 50| R 501 U 50 501 U
4-RBS-RI-METALS 7440-66-6 Zinc ug/l 81 3071 J 2031 J 18.8] R 541 R 38 J 243 J 119 R
1-RBS-E524-2COMBINED-WO-RI  |71-43-2 BENZENE ug/l 3.3 0.27
1-RBS-E524-2COMBINED-WO-RI  |100-41-4 ETHYLBENZENE ug/l 25 0.46] J
1-RBS-E524-2COMBINED-WO-RI  |179601-23-1 |m,p-Xylene ug/l NL 1.7
1-RBS-E524-2COMBINED-WO-RI  |95-47-6 O-XYLENE ug/l NL 0.8
1-RBS-E524-2COMBINED-WO-RI  |108-88-3 TOLUENE ug/l 215 23
2-RBS-E625COMBINED-WO-RI 121-14-2 2,4-DINITROTOLUENE ug/l NL 0.073| J
2-RBS-E625COMBINED-WO-RI 117-81-7 BIS(2-ETHYLHEXYL)PHTHALATE |ug/l 22 0.73] J 08| J
2-RBS-E625COMBINED-WO-RI 87-86-5 PENTACHLOROPHENOL ug/l 3 0.2 0.16] J

Notes:

Highlighted values exceed screening criteria.

% - percent

ug - microgram

ft - feet

J - estimated value
kg - kilogram

| - liter

mg - milligram

NL - No Limit

Q - qualifier

R - rejected value
su - standard unit
U - non-detect
WO - ocean water
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Table 4-20a

Area 02 Surface Water
Screening Criteria Exceeded
Raritan Bay Slag Site

Old Bridge/Sayreville, New Jersey

A2-23-WO-DIS A2-26-WO A2-26-WO-DIS A2-31-WO A2-31-WO-DIS RBS-SW09 RBS-SW10 RBS-SW11
A2-23 A2-26 A2-26 A2-31 A2-31 SWo09 SwW10 SW11
Area-02 Area-02 Area-02 Area-02 Area-02 Area-02 Area-02 Area-02
4/6/2011 4/6/2011 4/6/2011 4/6/2011 4/6/2011 9/11/2008 9/11/2008 9/11/2008
3.5 3.5
35 3.5
ft ft
Analytical Method CAS No. Chemical Unit Value Q Value Q Value Q Value Q Value Q Value Q Value Q Value Q
4-RBS-RI-METALS 7429-90-5 Aluminum ug/l 200| U 200| UJ 200| U 200| WJ 200 U 3660 3150 J 5890
4-RBS-RI-METALS 7440-36-0 Antimony ug/I 117 J 138 J 291 J
4-RBS-RI-METALS 7440-38-2 Arsenic ug/l J
4-RBS-RI-METALS 7440-39-3 Barium ug/I 264 J 25| J 2491 J 2631 J 253
4-RBS-RI-METALS 7440-41-7 Beryllium ug/l 065 J 047 J 0.054] J
4-RBS-RI-METALS 7440-70-2 Calcium ug/l . . . . . . . .
4-RBS-RI-METALS 7440-47-3 Chromium ug/l 31 J 29| J 17.8 16.5 25
4-RBS-RI-METALS 7440-48-4 Cobalt ug/l
4-RBS-RI-METALS 7440-50-8 Copper ug/l | . J . .
4-RBS-RI-METALS 7439-89-6 Iron ug/I 1001 U 127 100 U 132 100] U} JI . J .
4-RBS-RI-METALS 7439-92-1 Lead ug/l ’ . . J . .
4-RBS-RI-METALS 7439-95-4 Magnesium ug/I . . . s . ) - ' | e
4-RBS-RI-METALS 7439-96-5 Manganese ug/l 447 41.2 461 421 48.3 . J . J . . J
4-RBS-RI-METALS 7439-97-6 Mercury ug/l
4-RBS-RI-METALS 7440-02-0 Nickel ug/l 15 J 18] J 141 J 16| J 12] J
4-RBS-RI-METALS 7440-09-7 Potassium ug/l , . . }/ | . . . /
4-RBS-RI-METALS 7782-49-2 Selenium ug/l 54| J
4-RBS-RI-METALS 7440-23-5 Sodium ug/l Ji . J . ¢ .
4-RBS-RI-METALS 7440-31-5 Tin ug/l 15.3] J 331 J
4-RBS-RI-METALS 7440-62-2 Vanadium ug/l 50 U} . J .. J 50| U 50] U . . J . 2 J ’ J
4-RBS-RI-METALS 7440-66-6 Zinc ug/l 652 R 747 73 174 R 418] R . - J ..
1-RBS-E524-2COMBINED-WO-RI  |71-43-2 BENZENE ug/l
1-RBS-E524-2COMBINED-WO-RI  [100-41-4 ETHYLBENZENE ug/l
1-RBS-E524-2COMBINED-WO-RI  |179601-23-1 |m,p-Xylene ug/l
1-RBS-E524-2COMBINED-WO-R|  |95-47-6 O-XYLENE ug/l
1-RBS-E524-2COMBINED-WO-RI  [108-88-3 TOLUENE ug/l
2-RBS-E625COMBINED-WO-RI 121-14-2 2,4-DINITROTOLUENE ug/l
2-RBS-E625COMBINED-WO-RI 117-81-7 BIS(2-ETHYLHEXYL)PHTHALATE |ug/l 058 J
2-RBS-E625COMBINED-WO-RI 87-86-5 PENTACHLOROPHENOL ug/l 0.2

Notes:

Highlighted values exceed screening criteria.

% - percent

ug - microgram

ft - feet

J - estimated value
kg - kilogram

| - liter

mg - milligram

NL - No Limit

Q - qualifier

R - rejected value
su - standard unit
U - non-detect
WO - ocean water

&EPA Raritan Bay Slag Site

FOIA_001406_0014940

Page 2 of 2



